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(C) TEST METHOD : 

 

TESTING ITEM TESTING METHOD REPORTING LIMIT

CADMIUM (Cd) CONTENT WITH REFERENCE TO BS EN1122/ US EPA 
3050B/ US EPA3052, BY ACID 
DIGESTION AND DETERMINED BY ICP-OES 

2 ppm 

LEAD (Pb) CONTENT WITH REFERENCE TO US EPA 3050B/US 
EPA 3052, BY ACID DIGESTION AND 
DETERMINED BY ICP - OES 

2 ppm 

MERCURY (Hg) CONTENT WITH REFERENCE TO USEPA 3052, BY 
ACID DIGESTION AND DETERMINED BY 
ICP - OES 

2 ppm 

CHROMIUM (VI) (Cr6+) 
CONTENT  

WITH REFERENCE TO USEPA 3060A & 
7196A, BY ALKALINE DIGESTION AND 
DETERMINED BY UV-VIS 
SPECTROPHOTOMETER 

1 ppm 

POLYBROMINATED 
BIPHENYLS (PBB) & 
POLYBROMINATED 
DIPHENYL ETHERS 
(PBDE) 

WITH REFERENCE TO USEPA 3540C, BY 
SOLVENT EXTRACTION AND DETERMINED 
BY GC/MS AND HPLC 

5 ppm 

 
DATE SAMPLE RECEIVED : MAY 05, 2006 
TESTING PERIOD : MAY 05, 2006 TO MAY 16, 2006 
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