No: RC-DMF-010-0900104 R E A C H T est

1 of 1 Pages

i

Sample(s) of the applicant were tested for the certain DMF in material Faswell touch fastener as stated in

2009/251/EC.
Project No: RC-DMF-010-0900104
Applicant: Dongguan Lechun Textile Co., Ltd.
Chyi Sha Kuan Li Chiu Sha Tyam Town, Dongguan City, Guangdong
Address:

Province, P.R. China

Sample Name:  White Faswell touch fastener

Test Date: June 4, 2009
Test Standard: 2009/251/EC
Test Method: ZAIQ-FZ-NS001 2008
Test results:
Test item CAS MDL | - Unit | Test Results Photo
N.D,
Dimethyl fumarate 624-49-7 0.1 mg/kg
Remarks:
Yo 1. N.D. = Not detected (<MDL); MDL = Method Detection Limits; QT= Quantitative Testing Methods.
2. ZAIQ-QG-NS 02: Solvent Extraction, GC-MS (gas chromatography-mass spectrometry) Quantitative and qualitative
analysis.
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The results shown in this report refer only to the sample(s) tested unless otherwise stated. This report cannot be reproduced, except in full, without
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